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TABS
Garment 
Problems
Color Change/Loss
No. 266   Polka-Dot Problems
No. 267   Dye Transfer In Washing
No. 269   Loss Of Flock Print Design
No. 271   Loss Of Metallic Finish
No. 274   Yellowing Of White Fabrics
No. 276   Color Loss On Shirt Collars
No. 277   Drycleaning Causes Dye Transfer
No. 283   Color Change From Acids
No. 289   Color Loss Surface Chafing
No. 293   Alkaline Color Changes
No. 294   Fume Fading
No. 297   Color Loss In Washing
No. 300   Yellowing Of Shirt Interfacings
No. 301   Loss Of Synthetic Suede Finish
No. 302   Invisible Problems
No. 306   Color Loss Of Pigment Prints
No. 307   Sunfaded Golf Clothes
No. 319   Loss Of Color from Bleach
No. 322   Coating Damage
No. 323   Shirt Dye Migration
No. 325   Body Oil Stains On Shirts
No. 330   Streaks In Denim
No. 336   Dark Spots On Red Fabric
No. 338   Mysterious Lighter Areas
No. 340   Color Loss On Different Bolts
No. 342   Color Loss From Wear
No. 347   Alcohol Pulls Color
No. 352   Salt-And-Pepper Dyes Bleed
No. 355   Dye Fading From Light
No. 357   Shirt Color Loss From Pressing 
No. 368   Color Change From Drycleaning
No. 379   Reverting Discharge Print
No. 385   Black Dye Bleeds Into White
No. 388   Hair Products Cause Color

Change

Fabric Damage
No. 279   Colored Yarn Damage On Shirts
No. 281   Blisters On Coats
No. 285   Sulfur Dye Problems
No. 286   Problems With Chenille
No. 290   Mysterious Holes In Silk
No. 291   Yarn Slippage
No. 296   Vinyl Garments Turn Hard
No. 298   Polyurethane
No. 301   Loss Of Synthetic Suede Finish
No. 302   Invisible Problems
No. 304   Pilling Of Laundered Flatwork
No. 305   Separation Of Fusible Facings
No. 310   Fuzzy Spandex
No. 311   Resin Damage
No. 314   Shredding Of Interfacing Material
No. 315   Underarm Damage To Shirts
No. 316   Synthetic Flock Velvet & Suede
No. 331   Fabric Thin And Torn From Wear
No. 334   Separation Bonded Linings
No. 335   Metallic Yarn Distortion
No. 344   Fuzzy Silk
No. 349   Feathers Visible Through Fabric
No. 356   How Insects Damage Clothes
No. 360   Fabric Pilling 
No. 361   Nonwoven Fabric Comes Apart 
No. 362   Tiny Holes In Knit Garments 
No. 364   Acetate Dissolves 
No. 365   Necktie Problems 
No. 367   Thinning Of Fabric Blends
No. 371   Damage Of Print Design 
No. 372   Elastic Damage 
No. 375   Shiny Areas On Velvet
No. 377   Silk Can Split
No. 384   Oxford Cloth Damage
No. 391   Holes In Jeans
No. 393   Shirts Can Rip In One Direction
No. 395   Faux Persian Lamb Unraveling
No. 397   Bleach Causes Fabric Damage
No. 399   Fraying Of Unsecured Hem

Edges

Stains/Discoloration
No. 270   Shoulder Pad Stains
No. 280   Oxidized Oil Stains
No. 284   Stains From Buttons
No. 287   Invisible Albumin Stains
No. 288   Fusible Interfacing Stains
No. 299   Beverage Stains
No. 302   Invisible Problems
No. 308   Fusible Stains On Shirts
No. 318   Medicine Stains
No. 320   Sizing Problems
No. 322   Coating Damage
No. 324   Mildew
No. 325   Body Oil Stains On Shirts
No. 328   Stains From Elastic
No. 336   Dark Spots On Red Fabric
No. 337   Discoloration Of Down Items
No. 339   Dark Stains In Waistband
No. 349   Feathers Visible Through Fabric 
No. 351   Mysterious Dark Spots
No. 370   Shirts Stained By Labels 
No. 375   Shiny Areas on Velvet
No. 378   Perspiration Stains
No. 382   Discoloration Shirt Collar Tips
No. 396   Seam Stains In Shirts  

Trim
No. 269   Loss Of Flock Print Design
No. 282   Loss Of Glued-On Design
No. 284   Stains From Buttons
No. 295   Dye Transfer From Leather Trim
No. 300   Yellowing Of Shirt Interfacings
No. 303   Dulling Of Reflective Trim
No. 309   Dye Migration From Leather

Sleeves
No. 312   Lace And Braided Trim Unraveling
No. 313   Stretching Of Knit Trim
No. 328   Stains From Elastic
No. 332   Plastic Trim Dissolves In Dry

Cleaning

KEY Red: Manufacturer Responsibility Blue: Consumer Responsibility
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No. 345   Cracking Synthetic Leather Trim
No. 350   Peeling Of Urethane Trim
No. 372   Elastic Damage 
No. 374   Sequins Change Appearance
No. 389   Problems With Buttons
No. 395   Faux Persian Lamb Unraveling

Shrinkage/Distortion
No. 264   Shrinkage In All-Weather

Garments
No. 272   Stretching Of Acrylic Knit

Garments
No. 273   Distortion Of Soft-Napped

Fabrics
No. 281   Blisters On Coats
No. 286   Problems With Chenille
No. 291   Yarn Slippage
No. 298   Polyurethane
No. 305   Separation Of Fusible Facings
No. 313   Stretching Of Knit Trim
No. 321   Loss Of Pleats
No. 334   Separation Bonded Linings
No. 335   Metallic Yarn Distortion
No. 369   Distortion Of Bias-Cut 

Garments
No. 383   Puckering Of Spandex
No. 386   Wrinkles In Metallic Fabrics
No. 388   Lumpy Comforters
No. 390   Shirt Interfacing Distortion
No. 392   Heat Sensitive Outerwear Jackets
No. 398   Shrinkage Of Knit Back Pile

Suede/Leather
Problems
Color Change/Loss
No. 275   Oxidation Fading On Suede
No. 295   Dye Transfer From Leather Trim
No. 309   Dye Migration From Leather

Sleeves
No. 343   Peeling Of Leather Surface 

Finish
No. 353   Color Fading Of Leather 
No. 358   Antiqued Leather Problems 
No. 373   Leather Dye Migrates Into Pile

Skin Damage
No. 278   Salt Damage On Leather
No. 292   Rough Areas On Suede
No. 317   Weak and Damaged Areas 

On Suede
No. 343   Peeling Of Leather Surface 

Finish
No. 363   Leather Wrinkles
No. 381   Scar Tissue In Suede 

Stains
No. 278   Salt Damage On Leather
No. 295   Dye Transfer From Leather

Trim
No. 359   Leather Shaded Areas
No. 380   Leather Glue Leaves Stains

Shrinkage/Distortion
No. 278   Salt Damage On Leather
No. 333   Puckering Of Suede Coats
No. 366   Shrinking Leather

Household
Problems
Color Change/Loss
No. 326   Comforters That Fade
No. 394   Yellow Streaks In Drapes

Shrinkage/Distortion
No. 268   Shrinkage Of Household Items
No. 341   Puckering Of Household Items
No. 348   Shrinkage Of Drapes
No. 387   Lumpy Comforters

Fabric Damage
No. 265   Drapery Coatings
No. 354   Drapes Damaged By Light

Stains
No. 329   Water Marks On Drapes
No. 394   Yellow Streaks In Drapes
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